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Abstract. Enhanced nonlinear optical response contributes to higher device efficiency, lower power
consumption and more compact integration. In this study, we designed an epsilon-near-zero multilayer
metamaterial composed of Ag, ITO and SiO,. By enhancing the nonlinear optical response of the material at the
epsilon-near-zero wavelength, the saturable absorption behavior has been significantly enhanced (8= —3.3 X
10 cm/GW), which exceeds one order of magnitude when compared to conventional materials such as
nanoparticles, two-dimensional materials and so on. Moreover, the strongest nonlinear optical response observed
in the annealed multilayer consistently correlates with the redshift of epsilon-near-zero wavelength. Finally, the
mechanism underlying saturable absorption is explained through the processes of electronic excitation and
relaxation. Our metamaterials can be utilized in saturated absorbers, contributing to the advancement of

nonlinear absorption devices.
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1 Introduction

In recent years, Epsilon-near-zero (ENZ) materials have
emerged as a focal point in optoelectronic fields research
[1-4]. These materials exhibit vanishing permittivity at
spectific wavelengths, offering a novel method to transcend
the limitations of conventional optics, such as directional
radiation and enhancement of nonlinear optical response
[5,6]. Currently, ENZ materials have been identified in
natural substances, primarily due to plasma oscillations
and phonon frequency resonance [7]. For instance, the ENZ
wavelength of most metals is located in the ultraviolet
(UV) range [8], while that of transition metal nitrides lies
within the visible band (Vis) [9]. In contrast, doped
semiconductors, such as indium tin oxide (ITO), exhibit an
ENZ response in the near-infrared band (NIR) [10-12].
Additionally, due to phonon resonance effects, materials
like silicon carbide (SiC) and fused silica (SiOs) display
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ENZ properties in the mid-infrared band [13,14]. Obviously,
the ENZ wavelength of a material is typically fixed, as its
structure cannot be adjusted. This constraint limits the
application of ENZ materials across various wavelength
ranges, hindering the application of ENZ materials in the
broadband spectrum. Hence, the concept of artificially
constructing materials, named ENZ metamaterials, with
tunable ENZ wavelengths has been proposed and is
now being implemented, such as through the alternating
stacking of metallic media and the construction of a Dirac
cone at the center of the Brillouin zone [15,16].

Nonlinear optical responses differ from conventional
optical responses in that they require strong light and
typically exhibit very weak behavior, which limits their
applications. Recent studies have shown that utilizing ENZ
properties of materials can significantly enhance nonlinear
optical absorption [17-19]. In 2016, M.Z Alam et al. first
investigated the enhanced nonlinear optical response
behavior at the ENZ wavelength of ITO [20]. They found
that ITO displays a significant enhancement in nonlinear
response at the ENZ wavelength under different angles and
elucidated this ultrafast nonlinear phenomenon using a
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two-temperature model. Then, S. Suresh et al. designed an
ENZ multilayer film and changed its ENZ wavelength to
Vis-band. They similarly observed an enhanced nonlinear
optical response at this ENZ wavelength [7]. Additionally,
enhanced nonlinear optical responses can be achieved by
integrating micro-nano structural designs with material
ENZ mode coupling [21,22]. However, this approach can
substantially increase fabrication complexity [23]. Despite
the availability of various methods to enhance nonlinear
optical responses, these effects are still too weak for
practical applications. Therefore, the continuous improve-
ment of nonlinear optical response such as saturated
absorption (SA) and reverse saturation absorption (RSA)
effects of materials has long been an important research
objective [24-26].

Here, we designed a multilayer metamaterial composed
of Ag, ITO and SiO, via equivalent medium theory (EMT).
It enables tuning of the ENZ wavelength into visible band
while enhancing nonlinear absorption. Specifically, the
as-deposited multilayer exhibits the strongest nonlinear
absorption at the ENZ wavelength (725nm, = —3.3 x
10* em/GW). It exceeds that of reference material by more
than an order of magnitude, indicating potential for
applications in saturable absorption devices. A set of
multilayers underwent annealing treatment (600°C, 2h).
The results show that the SA peak shifts consistently with
changes in the ENZ wavelength of the annealed samples.
Finally, we propose a theoretical explanation for the
saturable absorption behavior based on electronic transi-
tion and relaxation mechanism. The results demonstrate
that such excellent behavior of multilayer metamaterial
has great application potential in saturated absorbers,
contributing to the advancement of nonlinear absorption
devices.

2 Material and methods

The multilayer metamaterial structure is depicted in
Figure la. Each later from top to bottom is SiO, Ag and
ITO, respectively. SiO, functions as a protective layer on
the top surface while also diluting the overall carrier
concentration within the structure, thus enabling ENZ
wavelength tuning. Ag and ITO play a crucial role in
achieving strong nonlinear optical absorption, as the
absorption of dielectric materials in the visible light
spectrum is minimal [27]. Besides, ITO film is deposited
on the substrate layer to prevent adverse effects on other
layers due to high temperature deposition. Since each layer
is much smaller than wavelength of laser, the equivalent
permittivity (e.p) of the metamaterial can be calculated by
EMT [28,29], that is,

(1)

where the p, &, and g, are fraction of material, permittivity
of metal and dielectric, respectively. According to optical
constant of each layer, the equivalent permittivity of
different fraction of sandwich structure is shown in
Figure 1b, where the p is the fraction of conductive
materials (ITO and Ag). It can be seen that tunable ENZ

Eeff = Pem + (1 — ,O)Sd

area of multilayer is from Vis to NIR, which greatly
broadens the application and it is impossible to achieve in
single-layer film. Most importantly, increasing the conduc-
tive content induces a blue shift in the ENZ wavelength of
structure, causing it to progressively exhibit more metallic-
like properties. The optical constants of the single layer
were measured using an ellipsometer (ME-L, Wuhan
Eoptics Technology Co., Ltd, China) in Figures 1c¢ and 1d.
For non-magnetic materials, the relationship between
permittivity and optical constants is as follows [30].
8/ _ n2 _ k2

(2)

¢ =2nk (3)
Where the ¢, ¢, n and k are the real part of permittivity,
imaginary part of permittivity, refractive index and
extinction coefficient. In Figure 1lc, it can be seen that
the dispersion of SiO, is not pronounced, whilst its loss is
extremely low (=0). Through high-temperature processing,
the ENZ wavelength of ITO undergoes a blue shift into the
NIR in Figure 1d. However, the extent of tuning achievable
by this method is limited and remains insufficient for
specific desired wavelength bands. The ENZ wavelength of
Ag is located in the UV region, resulting in a negative
permittivity throughout the entire measured wavelengths
(Fig. 1e). To ensure the accuracy of subsequent transmis-
sive Z-scan measurement, it is essential that the sample
possesses transmittance. Finally, we selected p=0.3
(Agnz=T725nm) multilayer to study the enhancement of
nonlinear absorption responses. Simultaneously, we uti-
lized S-parameter retrieval to determine the corresponding
ENZ wavelength of multilayer metamaterial in Figure 1f,
with the result falling within an acceptable margin of error
[7]. The shaded region in the diagram represents the wide
ENZ region (—1 < ¢ <1).

Then, we fabricated the multilayer metamaterials
(p=0.3) on quartz substrates via magnetron sputtering
(ATTO10-R, Beijing Pator Co., Ltd, China). Meanwhile,
one set was subjected to annealing treatment (600 °C, 2h).
The thin film is deposited onto clean quartz substrates
(3 x3x0.1cm). Before deposition, the quartz substrates
are thoroughly cleaned with alcohol, acetone, piranha
solution (volume fraction, HSO,4:H505~3:1) and DI water.
Then, the targets (99.99%, Zhongnuo Advanced Material
Technology Co., Ltd, China) and substrates are loaded
sequentially into the deposition chamber. The details are
shown in Table 1.

3 Results and discussion

Figure 2a shows the transparent multilayer metamaterial.
Its visible transparency facilitates the measurement of its
nonlinear absorption. To determine whether annealing
induced chemical reactions within the multilayer meta-
materials, X-ray diffraction (XRD, Bruker D8) analysis
was conducted to examine the phase composition of the
samples in Figure 2b. The XRD diffraction peaks of the
multilayer film exhibit significantly enhanced intensity
after annealing, indicating improved crystallinity and a
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Fig. 1. (a) Schematic diagram of metamaterial structures. (b) Metamaterial structures designed for calculating the wavelength of
tunable ENZ using EMT. (¢) The permittivity of SiO,. (d) The permittivity of ITO. (e) The permittivity of Ag. (f) Comparison of
equivalent permittivity Results between the S-parameter and the EMT.

well-defined polycrystalline cubic structure. The diffrac-
tion peaks of the embedded ITO layer align closely with the
reference pattern from the standard PDF card #74-1990.
The enhanced crystallinity following annealing results in a
distinct characteristic peak of ITO emerging at approxi-
mately 56° [12]. Due to the low Ag content, the
corresponding diffraction peaks are weak, with only a
single discernible peak at approximately 38°, consistent
with the (111) plane of Ag (PDF card #65-8428). No
notable shift in peak position was observed after annealing.

Additionally, no diffraction signals corresponding to Sn,
SnO and SnO, were detected. These findings suggest that
the Sn atoms are fully incorporated into the lattice sites
without forming secondary phases. The primary effect of
annealing is an enhancement in crystallinity, indicating
that no significant chemical reactions or phase separations
occurred during the thermal treatment.

The surface microstructure and cross-sectional thick-
ness of the multilayer metamaterials were examined using a
field emission scanning electron microscope (FESEM, Zeiss
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Fig. 2. (a) The transparent multilayer metamaterial and (b) X-ray diffraction patten of annealed and unannealed multilayer

metamaterials.

Table 1. Deposition parameters for the designed multilayer metamaterial.

Layer ~ Target Sputtering pressure ~ Power  Deposition time  Assumed thickness  Deposition temperature
(Pa) W) (Sec) (nm) (9

ITO  ITO 2.9 x 1077 60 225 14 650

Ag Ag 1.9 x 1072 50 33 6 20

SiO, SiO, 2.2 x 1072 120 822 46.7 20

Sigma 300) in Figure 3. Due to the Ag layer being designed
with a thickness of only 6 nm, island-like growth inevitably
occurred [31]. Therefore, the Ag layer in the multilayer
forms a densely packed but discontinuous film in Figures 3a
and 3b. The Ag nanoparticles displayed irregular sizes and
a non-uniform distribution. After annealing, both the size
distribution and spatial arrangement became more uni-
form, with a reduction in the average particle diameter.
This results in an increase in resistivity of multilayer,
indicating enhanced dielectric behavior, causes a redshift of
the ENZ wavelength, and similar results have also been
reported [32]. In Figure 3c, it can be seen that the as-
deposited multilayer demonstrates clear stratification with
an overall thickness of approximately 64.8 nm, aligning
well with the design value. Notably, due to the high
conductivity of both Ag and ITO, the individual layers are
not distinctly discernible. However, the combined thick-
ness of these conductive layers is approximately 20nm,
which is consistent with the design. Due to the superior
stability of SiO,, it effectively suppressed thermal diffusion
within the multilayer film after annealing. As a result,
delamination remained in the multilayer structure, with
the overall thickness showing a slight increase, while the
combined thickness of Ag and ITO decreased slightly
(Fig. 3d) [33].

Then, we employed the Z-scan method to measure the
nonlinear absorption response of multilayer. The nonlinear
optical response of materials typically weakens with
increasing nonlinear order, while factors such as material
dimensions and morphology also significantly affect their
nonlinear performance. Therefore, reliable and precise
measurement techniques are essential for accurately
characterizing the nonlinear optical properties of materials.

Typical single beam Z-scan is a widely used technique for
characterizing nonlinear optical responses [34]. In this
method, a laser beam is focused through a lens, and the
sample is translated symmetrically through the focal plane.
During the scan, detector 1 monitors the relative intensity
of the pre-focal near-field light, while detector 2 simulta-
neously records the relative intensity of the post-focal far-
field light. Meanwhile, the type of nonlinear absorption in
the multilayer can be directly observed. Figures 4a—4h
illustrate the normalized “open aperture” (OA) transmit-
tance of as-deposited and annealed samples. Given that the
designed ENZ wavelength is 725nm, the as-deposited
samples were characterized within a spectral range of 700—
775 nm. After annealing, a redshift in the ENZ wavelength
was predicted, prompting an adjustment of the measure-
ment range to 775-850 nm, and the laser power is 130 mW.
After measurement, all experimental data were fitted for
normalized transmittance using the conventional Z-scan

method [34,35].

m
_ BloLeys
N
=l v
1—e oL
Lesr = e (5)

where the «, L, 1), zp and L. are linear absorption
coefficient, thickness of sample, peak light intensity,
Rayleigh diffraction length and effective thickness of
multilayer, respectively. In Figure 4, it can be seen that
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Fig. 3. (a) The surface image of as-deposited metamaterial. (b) The surface image of an annealed metamaterial. (¢) The cross-
sectional image of as-deposited metamaterial. (d) The cross-sectional image of an annealed metamaterial.

all multilayers exhibit saturated absorption behavior. For
as-deposited multilayers (Figs. 4a—4d), the normalized
transmittance diffraction peak appeared at 725nm,
consistent with the designed ENZ Wavelengthi and the
saturation absorption coefficient (8) is —3.3 x 10” cm/GW.
In the annealed multilayer, the redshift of the ENZ
wavelength results in a corresponding redshift in the
theoretically predicted maximum saturable absorption,
and it can be seen that the maximum saturation absorption
coefficient (= —2.7x 10*cm/CGW) is at 800nm in
Figures 4e and 4f.

Particularly, we compared the B results with nano-
particles, two-dimensional materials, a single film and
similar sandwich structures, finding that the saturation
absorption coefficient increased by more than an order of

magnitude, as shown in Table 2. All multilayer meta-
materials exhibit SA, which originates from photon
absorption by free electrons in the ground state [35,36].
Only the single ITO film demonstrates very weak reverse
saturable absorption behavior [12,37]. However, due to the
significantly stronger saturable absorption of the single Ag
film, the multilayer metamaterials ultimately exhibit SA.
Furthermore, it is noteworthy that the saturable absorp-
tion of the annealed multilayer films is generally weaker
than that of the as-deposited films. This reduction can be
attributed to the suppression of ground-state free carrier
bleaching, which is intrinsically linked to the carrier
concentration in the structure. In Figures 3a and 3b, it can
be observed that after annealing, the multilayer film
exhibits a more uniform and finer grain size, thereby
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Fig. 4. (a)-(d) Normalized transmittance near the ENZ wavelength for as-deposited multilayer metamaterials. (e)—(f) Normalized
transmittance near the ENZ wavelength for annealed multilayer metamaterials.

Table 2. The SA of different materials.

Materials Pumb laser B(cm/GW)
Ag NPs [38] 532nm 5 ns —4.98 x 107"
ITO [20] 1240 nm 150 fs (Angle = 60°) 7.6 x 10°
MoS, [39] 800nm — ~1.36 x 10
ITO/Ag/ITO (multilayer) [40] 1310nm 50fs —6.48 x 10°

ITO/Ag/SiO, (multilayer)

725 nm 226 fs

—3.3 x 10" (this work)

inhibiting the ground-state free carrier bleaching effect.
Meanwhile, in our structure the Ag layer serves as the
dominant contributor to nonlinear absorption. Nonlinear
absorption measurements conducted on a single silver film
confirm that annealing weakens its nonlinear absorption.
Therefore, the observed reduction in saturable absorption
across the annealed samples is consistent.

In the as-deposited multilayer, the standard absorption
coefficient is as follows [41]:

a(l)

!

oM

(6)

where the o), I and I are linear absorption, laser intensity
and saturation intensity, respectively. The RSA observed
in ITO originates from three-photon absorption, and SiO,
exhibits weak absorption. Therefore, the absorption
coefficient is as follows:

o
I = I
Ot( )ITO 1+ (I/ISITO) + Yiro

where yrro is the RSA coefficient of ITO. Here, the
difference in the nonlinear absorption coefficients can be
expressed as:

_ ao(1/1s)

Ao = Bl = T 07T) ©)
I/1s)

A = I2 — L 10
S =Y T TR (U)1) (10)

thus, the final absorption coefficient is:

I/1

Ao — BI — ao(L/Isag) 2 ao(I/Isrro) (11)

L+ (I/1s4g) 1+ (I/Isrro)

it should be noted that 8 < 0 and y > 0, the RSA observed
in ITO arises from higher order nonlinear optical response,
so |y| << |B], that means, Ax < 0, indicating SA behavior.
Similarly, it also applies to the annealed multilayer
metamaterials, confirming that all samples display SA
behavior.

Finally, the mechanism underlying the overall satura-
ble absorption response can be elucidated by analyzing the
electronic excitation and relaxation processes in Figure 5.
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Fig. 5. Schematic diagram of electronic excitation and relaxation processes at energy levels in the multilayer metamaterials.

When the sample is irradiated with intense laser light,
intra-band transitions initially take place in Ag, leading to
SA. Simultaneously, photon excitation promotes free
carriers in the ITO into the plasmonic band. Under
continued optical pumping, these carriers are further
excited into continuum state, giving rise to multiphoton
absorption, corresponding to the RSA contribution of ITO,
though its magnitude is significantly weaker than the SA
from silver. Throughout the entire nonlinear absorption
process, the SiO, facilitates the relaxation of conduction
band electrons back to the valence band, helping to
establish a dynamic equilibrium in the overall nonlinear
optical response [42,43].

4 Conclusion

In conclusion, the changed ENZ multilayer metamaterial
(ITO/Ag/SiO,) was prepared via magnetron sputtering
and its nonlinear optical absorption was measured by
Z-scan method. The results show that all multilayer
metamaterials exhibit saturated absorption because of
ground state free electron bleaching. The as-deposited
multilayer shows maximum SA behavior at the ENZ
wavelength (725nm, = —3.3 x 10*cm/GW), which is
superior to mnanoparticles, 2D materials, etc. For
annealed multilayer, it exhibits a redshift in its ENZ
wavelength, accompanied by a corresponding shift in the
peak of SA coefficient (800nm, = —2.7 x 10* cm/GW),
demonstrating the ENZ properties of the material can

effectively enhance the nonlinear response. Finally, the
mechanism underlying SA is explained through the processes
of electronic excitation and relaxation. Such materials
exhibiting strong SA can be applied in saturation absorbers,
thereby advancing the field of laser technology.
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